TABLE 3
REQUIRED ARCHITECTURAL SPECIAL INSPECTION
This table addresses special inspections for non-structural work.
Spray-Applied Fire Resistive Material (SFRM)

The common spray fireproofing materials are low-density fiber or cementitious sprays.  The fiber spray does not adhere as well as cementitious spray to steel and can be easily dislodged.  Care should be taken as to their (fiber spray) use in wet locations or wet environments.  Spray fireproofing is intended to be applied over bare, unpainted steel.  A light coating of rust will actually improve the adhesion of fireproofing.  Solvent cleaning of the surface for the material to bond to may be required if the material is oily or painted.  See Table 5 for testing requirements. 
Intumescent Fire-Resistive Coatings

These coatings are usually in a “paint” form.  They typically require several coats to obtain the required thickness.  See guideline Table 5.
Exterior Insulation and Finish Systems

The special inspector shall review the installation, preparation, method of moisture drainage and application for compliance with the approved construction documents.  The system should be specified in the specifications and field verified.  The scope of the special inspection should be in the QA/SI/SO program by the Design Professional. 
